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Abstract: Silanes, and organically modified silanes in particular, are commercially used to
protect the built environment from deterioration and, in indoor applications, to minimize water
vapor condensation and microbiological contamination. Increasing their uptake, we argue in this
study, includes the need to adopt a systems-thinking view of this green chemistry technology.
After identifying the key advantages of these coatings, we highlight important educational
consequences to undergraduate courses and doctoral programs in chemistry and materials science
which are common in many research topics, well beyond nanocoating science and technology.
Keywords: systems thinking; sol-gel; materials science; chemistry education; doctoral programs

1. Introduction
Preventing microbiological contamination due to accidental introduction of hazardous microbes
onto surfaces is of the uttermost importance in a number of working, healing, learning, and recreational
environments, including food and beverage production facilities [1], hospitals [2], and school
kitchens [3].
The condensation of water vapor contained in the air when the temperature of the surface reaches
the dew point temperature creates favorable conditions for growth and biofilm formation of pathogens
such as fungi (mold) or dangerous bacteria such as Salmonella enterica and Listeria monocytogenes [4].
Once biofouling occurs, pathogens form a biofilm exhibiting a high level of resistance to various
chemical and physical sanitation processes [5]. If condensation takes place on a food-contact surface, the
risk associated with cross-contamination of food products increases many times due to the possibility
of localized pathogen growth and spot contamination of food products.
Similarly, the protection of buildings from water penetration due to capillary rise [6] and consequent
corrosion of reinforcing steel bars in concrete structures due to chloride ingress, efflorescence, salt burst,
freeze-thaw damage from deicing salt and biofouling including algae, moss and mold formation,
is required to prolong the lifespan of buildings, lower maintenance costs, and preserve the function
and aesthetic appearance.
Both water vapor condensation and water penetration can be minimized using chemical coatings,
most of which are comprised of polymer resins. Condensation-resistant coatings are “a controversial
alternative” [4] which “may or may not work, depending on many physical and environmental factors
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Hydrophobic and superhydrophobic coatings, namely with the wettability measured by static
water-contact angle between 90° and 150° and greater than 150°, respectively, are easily obtained by
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3. Structural Insight
Understanding the performance of ORMOSIL coatings requires a unified understanding of their
unique molecular and nanoscale structure, as well as of their chemistry [14].
ORMOSILs are glasses, namely optically transparent amorphous materials of low surface energy
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ORMOSILs are glasses, namely optically transparent amorphous materials of low surface energy
(20 to 55 mN m−1 ) which impart desirable surface roughness/topography by a deliberate selection of
their chemical compositions.
For example, a comparison of a xerogel surface derived from a 50:50 mol% of n-octyltriethoxysilane
(C8) and tetraethylorthosilicate (TEOS) with a xerogel coating obtained from a 1:49:50 mol% of
n-octadecyltriethoxysilane (C18), C8, and TEOS precursor might suggest little or no surface energy
and nanoscale topography differences.
To the contrary, the 50:50 C8:TEOS xerogel has a homogeneous distribution of the hydrocarbon
groups at the xerogel surface and a very smooth surface on the nanoscale measured by a 0.24 nm
roughness value, whereas the xerogel surface from the 1:49:50 mol% C18:C8:TEOS precursor mixture
has the more hydrophobic component C18 and the silanol (Si-OH) groups segregated at the surface
with a surface roughness value of 1.15 nm [15].
We remind that to ensure the formation of a homogeneous ORMOSIL with a homogeneous
distribution of organic groups throughout the oxide network, especially for high degrees of organic
modification at the silicon atom, a two-step acid/base synthesis is generally used to promote the
co-polymerization of tetramethylorthosilicate (TMOS) or TEOS with the organically modified silanes
included in the hydrolyzed sol over self-condensation [16].
Contrary to what happens with organic polymers, the structure of hybrid ORMOSILs is
highly porous and open to external molecules, ensuring that coated substrates can literally
“breath.” For example, the hydrophobized quay wall at Zeebrugge Harbor (Figure 2) treated with
iso-butyltriethoxysilane is impermeable to water but highly accessible to the diffusion of CO2 molecules
causing the carbonation of concrete as shown by the carbonation depth of the treated location which
varied from 4 to 6 mm in the tidal zone, towards 8–12 mm above the tidal zone, and up to 12–16 mm
on top of the quay wall [12].
To understand why ORMOSIL structures show high physical and chemical stability, it is instructive
to review the structure of methyl-modified ORMOSILs prepared by increasing the degree of organic
modification of the silica structure and by mixing methyltriethoxysilane (MTEOS) and TEOS up to
obtain xerogels from MTEOS only.
In the absence of MTEOS, the silica structure is dominated by four-member rings (the percentage
of six-member units in SiO2 obtained from TEOS only is just 15%, but a dramatic increase in the fraction
of six-member rings to 20%, 56%, 84%, and 97% occurs as the MTMS content increases to 25%, 50%,
75%, and 100%) (Figure 3) [17].
Eventually, the structure obtained when the precursor is only MTMS is almost entirely formed by
the larger, less tensioned, six-member rings, more able to accommodate the unreactive methyl groups.
Interestingly, this correlates with the enhancement of the relative degree of crystallinity (and thus
long-range order) that is normally observed in ORMOSIL upon increasing the degree of alkylation of
the ceramic matrix, when a new peak is observed at 2θ~7◦ to 10◦ centered at the Bragg d1 -spacing
8.7 Å for fully methylated ORMOSIL. The intensity of the latter peak is triple, relative to the intensity
of the signal centered at 2θ~23◦ , corresponding to Bragg d1 -spacing 3.88 Å associated with the spacing
between silicon atoms connected by means of an oxygen bridge [18].
The former signal is due to the presence of the six-member siloxane ring [17], whereas the modest
shift in the peak that appeared at the larger angle towards lower values from 2θ = 23.2◦ to 2θ = 22.4◦ for
similar ORMOSILs prepared, respectively from TEOS and from 100% methyltriethoxysilane (MTEOS),
only points to slight elongation of the aforementioned spacing of Si atoms connected by the siloxane
bond from 3.9 Å to 4.05 Å [19].
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Changing the alkyl group length, going from methyl to ethyl to propyl groups, does not change
the basic structure of the ORMOSIL matrices in terms of siloxane structural rings since, for instance,
all 75%-alkyl modified glasses contain a large predominance of six-member rings (above 84%) [17].
The presence of the methyl groups at the outer surface of these units during the alcogel drying
reduces the magnitude of capillary stress during drying, promoting an increase in the xerogel porosity
and surface area, while at the same time the organic groups act as network disrupters decreasing the
stiffness of the organosilica network.
The outcome of this structural conflict is that ORMOSILs of increasing methylation have a larger
surface area and total porosity and reduced average pore size [20]. Moreover, the increasing lack of
reactive silanol groups at the sol-gel cage surface with increasing methylation decreases the tendency of
adjacent surface Si-OH groups in the shrinking gel to undergo further condensation reactions forming
Si-O-Si bonds [21].
Finally, the thermogravimetric analysis unveils that whereas in fully methylated sol-gel xerogels
only one type of methyl groups is present, namely those at the surface which are lost due to oxidation
in the air at 500 ◦ C, for mixed ORMOSILs with methylation degrees between 10% and 90% two types
of methyl groups are present: those at the outer surface and those occluded in the xerogel matrix, as
shown by different peaks between 400 ◦ C and 800 ◦ C [19].
From the surface viewpoint of external reactants approaching the xerogel surface, furthermore,
ORMOSILs are surface fractals whose surface fractality correlates linearly with their interfacial polarity
sensed by entrapped Reichardt’s dye [10]. In detail, the surface fractal dimension, Ds , observed in the
narrow range of dimensions (1–2 orders of magnitudes) increases linearly with the relative amount of
methyl-modification of the sol-gel glass, following the narrowing of the average pore size.
Organosilica-based nanosols generally adhere to substrate surfaces via formation of siloxane
bonds with hydroxyl groups at the substrate surface. The surfaces of materials such as glass, fiberglass,
polycarbonate, wood, cotton, stone, concrete, marble, iron, and aluminum (where plentiful OH groups
are present due to partial metal oxidation) are therefore easily coated requiring simple curing at
room temperature.
This means that the surface of most buildings, ship decks, cold storage rooms, bathrooms,
underground parking lots, water tanks, grain silos, and food-processing plants is ideally suited to be
treated with anticorrosion and water-resistant sol-gel ORMOSIL coatings.
It also explains why, prior to coating, surfaces are freed from previous polymeric coatings and
cleaned (for example with non-toxic and disinfectant isopropanol) to remove dirt, dust, oil, wax, grease,
and all other contaminants that might interfere with the adhesion of the coating, after which the coating
is applied either via brushing, rolling, or via spray gun under modest pressure.
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The coating of plastic surfaces dominated by C-H bonds requires prior prolonged treatment of the
plastic surface in order to promote the development of interlocked ceramic and polymeric networks
through the diffusion of the Si alkoxide precursors [22].
4. The Need for a Systems Thinking Approach
Protection of the built environment from moisture and deterioration directly impacts worker and
consumer health and safety, economic maintenance costs, and the quality and reliability of the services
or products supplied to customers.
Sol-gel hydrophobic and breathable coatings comprise an excellent and now affordable chemical
technology to protect buildings, outdoor and indoor, from the hazards posed by condensation and
other forms of environmental degradation.
They should, however, be used in synergy with other low-cost and environmentally friendly
technologies such as ventilation with high-volume, low-speed fans which, by consuming low amounts
of electricity and emitting no noise, dramatically reduce the relative humidity in the air in indoor
working environments [23].
The latter ventilation technology also destratifies air, increasing its temperature at lower heights [23].
Similarly, these coatings are ideally used in conjunction with natural ventilation using air heated by
low-cost solar air collectors, easily integrated on the façades exposed to the South and West [24].
In other words, the use of chemical, environmentally friendly coatings such as ORMOSILs should
be part of a systems thinking approach for the protection of the built environment that encompasses
worker and supplier (the construction industry, coating suppliers, chemistry professionals, and
chemistry and engineering educators) education to develop new knowledge and skills that effectively
support working and living in safe and healthy buildings, promoting well-being.
Similar concepts, for which the advantages offered by innovation in materials, construction
techniques, and technologies in building construction and refurbishment are often lost during the in-use
performance in terms of energy consumed and indoor environmental quality, are now increasingly
shared by practitioners of construction science scholars [25].
Very often, scholars and PhD graduates publishing research reports in the field of sol-gel science
and technology have little knowledge of the practical applications of sol-gel coatings. A quick test is as
follows. Ask her/him the following two questions: “What do you know about the practical utilization
of ORMOSIL coatings as anti-condensation and building protection coatings?” and “Can you give the
name of one sol-gel coating product or one manufacturer?”
Doubts also surround fundamental aspects. For instance, most respondents in the aforementioned
scholarly community asked whether a hydrophobic sol-gel coating applied on a façade would
result in a permeable or impermeable surface to water vapor will answer that the façade would
become impermeable.
The contrary is true as water vapor permeability must be preserved to effectively protect the
building material. Commercial ORMOSIL coatings applied on building facades since the early 1990s
ensure that no liquid moisture is trapped in the substrate after treatment, allowing water vapor to
escape from the interior [26].
For instance, a field trial at Stroudsburg’s (Pennsylvania) Monroe County >30 years old parking
garage treated with a commercial alkyl-modified silane coating (Protectosil CIT) applied via an airless
spray gun in two coats (approximately 0.203 L/m2 per coat) for hydrophobization of steel-reinforced
concrete and protection of steel from corrosion due to chloride and water penetration showed the
stable performance between 1996 and 2002 [27]. The corrosion was found to remain at very low values
(<0.1 µA/cm2 ) from the high of >0.6 µA/cm2 measured in 1996, prior to treatment.
Several other silane-based building protection products based on the same concept are currently
available on the marketplace. One example is Silres BS class of silane-based formulations, available
both as a solvent-based or water-based mixture of silane, siloxane, and fluoropolymer (<C8) to
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impart surfaces in natural or synthetic stone (including cotto, marble, travertine, and granite) with
water-repellent and oil-repellent (oleophobic) properties.
Besides protection from water and chloride penetration, the multifunctional coating makes it
easy to remove oil, grease, and similar oleophilic substances from the treated surfaces [28]. Again,
the manufacturer emphasizes how the fact that pores of the treated substrate remain open ensures
excellent water vapor diffusion, making the building façade breathable.
One of the main reasons that explain the relatively modest uptake of silanes as protective coatings,
regardless of their exceptional performance, greenness, and versatility, is their high cost when compared
to polymers. The high cost, in its turn, is chiefly due to (i) a highly concentrated market, and (ii) obsolete
silane-production technology.
Both situations, we show in the following section, are due to rapid change unleashing the large
potential of silane-based protective coatings.
5. Perspective and Educational Consequences
A report from a reputable market intelligence company, published in 2018, found that the global
silanes market had significantly expanded in the previous decade (2008–2017), leading suppliers to
expand their production capacities to increasingly supply customers in paint and coating sectors
as well as directly in competition with the latter, complete coating formulations to automotive and
construction companies [29].
Driven by further increasing demand from the latter sectors, the market was expected to continue
to grow at 5% compound annual growth rate until 2022 and add another $433 million to the 2017
global revenues, leading to further expansion of production capacities and to the development of new
products. The industry, however, was found to be highly concentrated, with a few chemical companies
specializing in silane manufacturing owning a large share of the market [29].
One key reason explaining the limited number of players was the high capital and operational
cost of silane production based on the reaction of ethanol with silicon tetrachloride (SiCl4 ), prepared
from expensive metallic silicon in its turn derived from the energy-consuming reduction of silica-rock
with carbon.
Today, manufacturing of the key TEOS precursor may directly start from low-cost SiO2 through
a quick and green route discovered by Japanese scholars in 2017 [25] based on the simple reaction
between silica and ethanol at 260 ◦ C in the presence of 3 Å molecular sieves as dehydrating agents and
10 mol% KOH as base catalyst (Equation (1)) [30].
SiO2 + 4EtOH  Si(OEt)4 + 2H2 O

(1)

TEOS is obtained in 70% yield and the molecular sieves are fully recyclable upon simple thermal
treatment at 300 ◦ C under vacuum for 15 h. In this way, TEOS may originate at very low cost from rice
hull ash, an abundant agricultural by-product.
Similarly, the production of organotrialkoxysilane needed to produce ORMOSILs can now
efficiently take place via the heterogeneously catalyzed hydrosilylation of readily available and cheap
olefins over a recyclable solid catalyst in a process that can be easily made continuous [31].
Given these technical advances and driven by the true megatrend of sustainability, it is likely that
the chemical industry currently undergoing a major reshape [32] will shortly feature several new silane
producers. The outcome will be lower prices, enhanced availability, and the introduction of several
new silane-based formulations for the protection of the built environment, indoor and outdoor.
In this context of accelerated change, it is necessary to provide chemistry professionals with
updated education of practical value on silane-based protective coatings through which they may
explain the advantages of these coatings to customers in the industry seeking their advice. This implies
the need to reshape today’s undergraduate courses in materials chemistry to encompass those practical
aspects of sol-gel science and technology whose current lack creates the aforementioned common
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situation of scientific (chemistry and chemical engineering) experts’ knowledge and skills having little
practical value.
As graduates are unaware that “sizeable proportions of scientific research now occur outside
the academy” [32] and are often given a doctorate without ever gaining “research experience in a
site of scientific knowledge production other than the university during his or her training” [32],
doctoral and undergraduate chemistry education should be reformed and enhanced to actually include
contemporary research outcomes, connectivity tools, and visualization resources with immediate
benefits for society at large [33].
It is no longer acceptable that a doctor in chemistry or materials science specializing in sol-gel
science and technology is unable to give the name of a commercial formulation or suggest a practical
application of a silane-based protective coating.
A systems view of education in the university considered as a system whose purpose is defined
from the perspective of students—the users and customers of university teaching—(“provide me with
all the facilities and help I need to achieve a positive outcome from my time at your university”) [34]
purposefully suggests reshaping educational programs and teaching methodologies around what
matters to students, and not to professors.
Waterborne or alcohol-based silane-based nanocoatings are among the most important
achievements of fundamental and applied research in materials chemistry of the last three decades
(1990–2020). They are safe and green replacements of conventional polymeric coatings, showing
significantly enhanced performance, along with a uniquely excellent health and safety profile.
Adopting a systems view such as that proposed in this study, adding to several others in
contemporary chemistry education research [35], has substantial benefits for students, educators
universities, and society at large that will greatly benefit from their mass-scale uptake for the protection
of the built environment and of the well-being of its main users: all of us.
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